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Abstract: In this work, layered hybrid composites formed by tin oxide (SnO) nanoparticles synthesized
by hydrolysis and poly(3,4-ethylenedioxythiophene)-poly(styrenesulfonate) (PEDOT:PSS) have been
analyzed. Prior to the composite study, both SnO and PEDOT:PSS counterparts were characterized
by diverse techniques, such as X-ray diffraction (XRD), Raman spectroscopy, transmission electron
microscopy (TEM), photoluminescence (PL), atomic force microscopy (AFM), optical absorption and
Hall effect measurements. Special attention was given to the study of the stability of the polymer
under laser illumination, as well as the analysis of the SnO to SnO2 oxidation assisted by laser
irradiation, for which different laser sources and neutral filters were employed. Synergetic effects
were observed in the hybrid composite, as the addition of SnO nanoparticles improves the stability
and electrical conductivity of the polymer, while the polymeric matrix in which the nanoparticles are
embedded hinders formation of SnO2. Finally, the Si passivation behavior of the hybrid composites
was studied.
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1. Introduction

SnO is a p-type semiconducting oxide which has demonstrated promising applicability as an
anode for Li-ion batteries [1], coating for solar energy [2], gas sensing [3], and thermoelectricity [4],
among other fields of technological research. However, few works can be found focused on SnO-based
applications due to its inherent metastability, as it can be easily oxidized to the most stable SnO2. Hence,
the applicability of SnO is commonly hindered, regardless of its potential interest as a p-type material in
optoelectronics and energy-related applications, based on its good electrical conductivity due to native
Sn vacancies and its wide bandgap (2.7–3.4 eV). In order to overcome this limitation, in most cases
SnO is encapsulated or combined with SnO2 [5,6] or other materials [7–9]. Fabrication of composites
formed by SnO and organic materials such as carbonaceous compounds or polymers has also received
increasing interest in recent years. Hybrid composites combining organic and inorganic materials have
recently become of great interest in fields such as sensors [10], and in microelectronic devices, based on
the synergy between their counterparts which can lead to the development of flexible, low-cost,
and scalable devices with good stability and tunable electrical and optical properties. In particular,
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special interest has been recently aroused by poly(3,4-ethylenedioxythiophene)-poly(styrenesulfonate)
(PEDOT:PSS) in photovoltaic applications [11], as addition of inorganic materials allows to achieve new
functionalities and improves the performance [12] of technologies such as hybrid silicon solar cells [13].
However, despite the promising performance reported for hybrid composites so far, several aspects
still need to be further addressed, to overcome some limitations of these compounds and improve
their applicability. In particular, most of the organic polymers used in composites lack stability, which
also limits their applicability.

Poly(3,4-ethylenedi-oxythiophene) doped with polystyrenesulfonate (PEDOT:PSS) has been
extensively used in organic electro-optical devices manly due to its transparency in the visible range
and good p-type electrical conductivity. This polymer has demonstrated potential applicability in
thermoelectric devices [14], Li-ion batteries [15], sensors [16], and other electronic devices [17]. However
PEDOT:PSS shows a relatively low conductivity, typically in the range of 0.1–1 S cm−1, which can be
improved by adding appropriate additives such as sorbitol, glycerol, or polar solvents including Dimethyl
sulfoxide (DMSO) [18], Ethylene glycol (EG), and dimethylformamide (DMF), among others [19]. Such
additives can improve the PEDOT:PSS conductivity up to two orders of magnitude, mainly due to
changes on the PEDOT:PSS chains’ structure configuration [18]. The combination of PEDOT:PSS with
inorganic nanomaterials can lead to improved performance and tunable optoelectronic properties [20].
As an example, the addition of nanoparticles can modify the Coulombic interaction of positively charged
PEDOT and negatively charged PSS, thus obtaining better electrical transfer [21]. In this work we
investigate the synergetic enhancement of the conductivity and stability of PEDOT:PSS by adding SnO
nanoparticles in a controlled ratio, together with the hindering of the oxidation of the metastable SnO
by the polymer encapsulation. Moreover, changes in the optical absorption of the polymer and the
silicon substrate surface passivation have been evaluated, which could arouse potential interest in the
photovoltaic field of research.

In the present work, hybrid composites formed by SnO nanoparticles combined in a controlled
ratio with a conductive polymer PEDOT:PSS were synthesized. The hybrid layers were spin coated
onto Si or glass substrates for their study. SnO nanoparticles, PEDOT:PSS, and hybrid composites were
characterized by X-ray diffraction (XRD), transmission electron microscopy (TEM), selected area electron
diffraction (SAED), Raman spectroscopy, photoluminescence (PL), atomic force microscopy (AFM),
optical absorption, Hall effect measurements, and quasi steady state photoconductance (QSS-PC).

Hereafter, the samples are named as SnO (nanoparticles), PEDOT:PSS (polymer with DMSO and
Triton X-100), and Composite (PEDOT:PSS with DMSO, Triton X-100, and SnO 1% wt.).

2. Results and Discussion

2.1. SnO Nanoparticles

X-ray diffraction results confirmed that samples can be indexed based on the romarchite SnO
structure (ICDS 01-072-1012) with tetragonal structure, as shown in Figure 1a. No secondary phases
were observed in this case. SnO nanoparticles show high purity and crystallinity. According to the
Scherrer formula, an averaged crystallite size around 29 nm was estimated from the XRD analysis.
TEM images confirm the presence of rounded SnO nanoparticles with dimensions around 10–20 nm
(Figure 1b). In addition, SnO nanoplates with dimensions from 20 to 50 nm can also be observed
(marked with arrows in the inset in Figure 1b), although in a lower concentration than the nanoparticles
(inset in Figure 1b). Similar 2D nanostructures in forms of plates or flakes have been reported for
SnO [22,23].

Raman spectrum from the SnO nanoparticles (Figure 2a) was acquired using the He-Ne laser
(633 nm) and low power density in order to prevent possible formation of SnO2 during the analysis.
Two main peaks centered at 110.5 cm−1 and 208.6 cm−1 can be clearly distinguished, which can be
assigned to the characteristic B1g and A1g vibrational modes from SnO, respectively [24,25]. Peaks from
SnO2 are not detected in the Raman spectra, within the resolution of the technique, in agreement with
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XRD measurements. The Raman analysis confirms not only high SnO purity but also that transition to
SnO2 is avoided when using the He-Ne (633 nm) laser. On the other hand, by irradiation with the
UV laser (325 nm), peaks from SnO2 are clearly observed in the Raman spectra at 460 cm−1 (Eg) and
640 cm−1 (A1g) (Figure S1) due to the laser-induced transition from SnO to SnO2. Phase transitions
achieved by appropriate laser irradiation have also been reported for other oxides [26], hence these
aspects should be taken into account not only for the unambiguous analysis of the Raman signal,
but also to either prevent or promote the transition by appropriate irradiation conditions.

Figure 1. (a) XRD pattern and (b) TEM micrographs from SnO nanoparticles. The inset in (b) shows
some nanoplates, marked with arrows. The peak marked with an asterisk in (a) corresponds to the
sample holder.

Figure 2. (a) Raman spectrum acquired with the He-Ne (633 nm) laser; (b) photoluminescence (PL)
spectra acquired with the UV laser (325 nm) and variable laser intensity from SnO nanoparticles.

As SnO exhibits a direct optical bandgap of 2.7 eV [27], together with an indirect bandgap of 0.7 eV,
photoluminescence measurements were performed using a UV laser (325 nm). However, irradiation
with the UV laser induces transition to SnO2, as confirmed by Raman analysis, hence neutral filters
were used during the PL analysis in order to reduce the laser power density. All the PL spectra in
Figure 2b show a wide emission in the visible range centered between 2 and 2.5 eV. The PL signal
acquired with the lowest laser intensity corresponds to a wide band from 1.5 to 2.7 eV. For the PL
spectrum acquired with the highest laser intensity, the dominant emission is centered at around 2.5 eV.
Additionally, a shoulder at about 3 eV, followed by a weak tail up to 3.5 eV can be observed. Different
authors reported emissions from SnO around 2 to 2.5 eV due to defects such as Sn vacancies and O
vacancies, and at ~3 eV related to band-edge emissions [28]. SnO2 also shows characteristic emissions
at 1.94 eV and 2.25 eV associated with oxygen vacancies-related defects, 2.58 eV due to surface defect
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states [29], and ~3 eV due to transitions involving Vo” levels [30]. All these bands can be present in the
spectra shown in Figure 2b, hence in this case the study of the PL signal is not straightforward and
careful attention should be paid during the analysis, as contributions from both SnO and SnO2 can be
considered. However, considering that high, intense UV illumination promotes the formation of SnO2,
the emissions in the high energy range, of which relative intensity is enhanced by using high laser
power density, could be attributed to the increased presence of SnO2.

2.2. PEDOT:PSS Polymer

Bare PEDOT:PSS films deposited by spin coating onto Si or glass substrate have also been studied.
AFM measurements indicate that the spin-coated PEDOT:PSS films onto Si substrates show smooth
surfaces, with an average surface roughness of 3.5 ± 0.5 nm, formed by grains tens of nm in length
(Figure 3a). The thickness of the spin-coated film is around 120 nm, as measured by AFM (not shown
here). Differences on the AFM contrast are commonly associated with changes in the surface topography,
however some authors propose that AFM contrast in PEDOT:PSS can be due to differences between
PEDOT rich zones (bright areas) and PSS rich zones (dark areas) [31].

Figure 3. (a) Atomic force microscopy (AFM) image; (b) PL spectra acquired with the UV laser (λ= 325 nm)
and variable laser intensity from spin-coated poly(3,4-ethylenedioxythiophene)-poly(styrenesulfonate)
(PEDOT:PSS).

Photoluminescence from bare PEDOT:PSS was studied using a UV laser (λ = 325 nm) as the
excitation source (Figure 3b). In this case, the PL spectrum acquired with the highest laser intensity
shows a broad emission in the visible range formed by bands at 2.4 eV and 3.1 eV. Photoluminescence
from PEDOT:PSS has not been extensively investigated so far, hence controversy still remains regarding
the identification of the PL emission. Koyama et al. [32] attributed PSS to be responsible for PL emission
from 1.2 to 3 eV. Some other authors [21] proposed emissions around 3 eV are due to PSS chains.
In this case, higher laser intensity irradiation promotes an increase in the total PL signal, together with
a slight increase in the relative intensity of the emission at 2.4 eV. Extended irradiation time tends
to decrease the total intensity of the PL emission from the polymer, which should be due to its low
stability under UV laser irradiation. PL measurements were also acquired on the bare Si substrate,
in order to consider possible contributions to the PL signal related to the substrate onto which the
PEDOT:PSS layer was spin coated. No PL emissions were detected in that case, thus confirming that
the PL signal shown in Figure 3b is related to the analyzed polymer.

Raman spectroscopy was employed not only for the PEDOT:PSS characterization but also to study
its stability under laser irradiation. Figure 4 shows the Raman spectra from bare PEDOT:PSS deposited
on Si, acquired with the UV laser (λ = 325 nm) using different neutral filters in order to attenuate the
initial laser power density. Main Raman vibrational modes from PEDOT:PSS are placed at around
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1254 cm−1 related to C-C interring stretching [33], 1366 cm−1 due to single Cβ-Cβ stretching [34,35],
1400 cm−1 associated with Cα=Cβ, 1429 cm−1 due to Cα=Cβ symmetric stretching vibrations, and 1500
and 1561 cm−1 due to Cα=Cβ asymmetric stretching vibration related to the carbons on the thiophone
ring in PEDOT in the middle and the end of the chains, respectively [36]. The peak around 1530 cm−1

arises from the splitting of the Cα=Cβ asymmetric vibrations [36]. The vibrational modes around
1400 cm−1 exhibit the higher relative intensity in all the Raman spectra, apart from the peak from the Si
substrate centered at 520 cm−1. In this case, bare PEDOT:PSS shows good stability under UV laser
illumination, however slight changes are observed in the Raman signal when high laser power density
was used, as observed in Figure 4b. Higher laser intensity induces an increase in the relative intensity
of the Raman modes at 1500 cm−1 and to a lower extent at 1429 cm−1. Some authors proposed changes
in this region are due to laser-induced variation from benzoid to quinoid form [36], and the splitting of
asymmetrical Cα=Cβ stretching vibrations in the polymer [34]. The relative intensity of the vibrational
mode related to C-C interring stretching, centered at 1254 cm−1, decreases for high power density
irradiation. These effects indicate small, structural changes in PEDOT:PSS promoted under high power
UV illumination. It should be remarked that these structural changes under UV laser irradiation are
enhanced in thinner PEDOT:PSS films, as expected (not shown here).

Figure 4. (a) Raman spectra acquired on PEDOT:PSS using the UV laser and variable irradiation
conditions; (b) enlarged region marked in (a) corresponding to the 1100–1800 cm−1 range.

2.3. Hybrid Composite (SnO and PEDOT:PSS)

The hybrid composite shows good transparency in the visible range and slight improvement of
the absorption in the range 350–450 nm, as compared with bare PEDOT:PSS, due to the addition of
SnO nanoparticles (Figure 5a). The wide optical bandgap from SnO can explain the slightly improved
absorption in the hybrid composite. An optical image from the hybrid composite is shown in the inset
in Figure 5a, where good homogeneity and dispersion of SnO can be appreciated.

Figure 5. (a) Absorption spectra acquired on PEDOT:PSS and hybrid composites, with an optical image
from the hybrid composite included in the inset; (b) Raman spectra from the hybrid composite acquired
with variable UV laser intensity; (c) Raman spectra for bare PEDOT:PSS and the hybrid composite
acquired using the same laser intensity (I0).
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Raman spectra from the hybrid composite acquired with the UV laser and variable laser intensity
are shown in Figure 5b. In this case, no remarkable variations in the Raman signal are observed
as a function of the UV laser intensity, contrary to the changes described for bare PEDOT:PSS
(Figure 4), which demonstrates improved stability of the polymer under UV illumination by adding
SnO nanoparticles. Peaks from SnO2 were not observed after UV illumination, which can be related to
the fact that the PEDOT:PSS matrix prevents SnO oxidation to SnO2. The addition of SnO nanoparticles,
even in a low concentration (1% wt.), induces slight variations in the Raman signal from the hybrid
composite in comparison with bare PEDOT:PSS, as shown in Figure 5c. Some other authors also
reported changes in the properties of the polymer by adding low amounts of nanoparticles [10]. A clear
decrease in the relative intensity of the vibrational modes at 1430 cm−1, 1500 cm−1, and 1540 cm−1 can
be distinguished, which can be due to structural changes in the polymer related to interactions between
the polymer and the SnO nanoparticles. Actually, some authors propose conformational changes in
the polymer coils are due to electrostatic interactions with embedded nanoparticles showing charged
surfaces [19]. These changes can affect the vibrational bands of specific functional groups, which leads
to variations in the Raman signal.

Electrical characterization of the samples was performed by Hall effect measurements. Averaged
values of charge carrier concentration, resistivity, and conductivity are shown in Table 1. Bare PEDOT:PSS
shows good p-type conductivity with averaged values of 1.9 102 Ω−1 cm−1, similar to other reported
values [37] due to the addition of DMSO and Triton-X-100. Hybrid composite exhibits improved
conductivity as compared with the bare polymer, reaching averaged values of about 6.3 102 Ω−1 cm−1

and high charge carrier concentration values around 1.4 1022 cm−3, even when the conductivity of SnO
nanoparticles shows lower values around 1.8 10-2 Ω−1 cm−1. Actually, conductivity values of about
5·10-6 (Ω−1 cm−1) have been reported for bulk SnO at room temperature [38,39]. Some authors reported
that, when the surface of the nanoparticles embedded in the polymer is positively charged, the negatively
charged PSS chains can be electrostatically attracted, leading to changes in the PEDOT:PSS chains’
configuration, which can enhance the electrical conductivity [21]. Rearrangement of the PEDOT:PSS
can lead to better pathways for charge transport—actually, an expanded-coil configuration is usually
associated with improved conductivity [32]. Hence, in this case, synergy between the counterparts in the
composite leads to improved electrical performance.

Table 1. Hall effect measurements performed with I = 0.1 mA.

Sample Charge Carrier Concentration
(cm−3)

Resistivity
(Ω cm)

Conductivity
σ (Ω−1 cm−1)

SnO (2.98 ± 0.66)·1015 (5.49 ± 0.12)·101 (1.82 ± 0.21)·10−2

PEDOT:PSS (7.37 ± 1.38)·1021 (5.30 ± 0.03)·10−3 (1.89 ± 0.01)·102

Composite (1.41 ± 0.27)·1022 (1.58 ± 0.02)·10−3 (6.33 ± 0.01)·102

2.4. Silicon Surface Passivation

In order to evaluate the optoelectronic applicability of the hybrid composite, its use for Si surface
passivation in solar cells was evaluated based on PL imaging and QSS-PC values of charge photocarrier
lifetimes. Figure 6 shows PL images from the tested samples, where color bars indicate charge carrier
lifetime values (τ) in µs. The corresponding QSS-PC curves under an injection level of 1015 cm−3 are
included as Supplementary Information (Figure S2). Averaged carrier lifetime value around 410 µs was
estimated for bare PEDOT:PSS (Figure 6a), while the hybrid composite shows slightly lower, but still
good, lifetime value around 308 µs (Figure 6b). Similar measurements were performed in hybrid
composites using SnO2 nanoparticles (1% wt.) for comparison, leading to lower lifetime values of
137 µs (Figure 6c). In this case, formation of SnO2 from SnO should be prevented as worse passivation
behavior is achieved by the former.
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Figure 6. PL images and quasi steady state photoconductance (QSS-PC) lifetime values from:
(a) PEDOT:PSS; (b) hybrid composite; (c) results from an analogous hybrid composite using SnO2

nanoparticles (1% wt.), included for comparison.

To summarize, by adding SnO nanoparticles to PEDOT:PSS, improved stability and electrical
conductivity, as well as a weak increase in the absorption, are promoted in the hybrid composite
which still exhibits good passivation performance. Synergy effects are observed between both organic
and inorganic counterparts, as the SnO nanoparticles provide stability and improved optoelectronic
response, while the polymer encapsulates SnO nanoparticles, hindering their change into SnO2.

3. Materials and Methods

SnO nanoparticles were synthesized by a soft chemistry route based on hydrolysis of the starting
compound. The selected precursor SnCl2 · 2H2O (Sigma-Aldrich purity 99.99%, Darmstadt, Germany)
was initially dissolved in water. After dissolution, and with continuous stirring at low temperature,
NH4OH was added until pH = 8 was obtained and hydrolysis occurred. Then, the temperature was
increased up to 100 ◦C for 2 h. The final product was centrifuged and washed several times until
reaching neutral pH and dried at 50 ◦C for 12 h.

For the preparation of the hybrid composite, PEDOT:PSS (Clevios, PH1000, 1.0%–1.3% wt. in
water) in solution with the SnO nanoparticles in a controlled concentration (1% wt.) was deposited
by spin coating onto silicon n-type float-zone substrates (TOPSIL, thickness 280.00 ± 20 nm) or glass
substrates previously treated with isopropanol and boiling water. In order to avoid nanoparticle
agglomeration as well as to enhance dispersion and conductivity in the composite, dimethyl sulfoxide
(DMSO, Sigma-Aldrich) was added in 5% wt. [34,40]. Triton X-100 was also added in 0.1% wt. in order to
achieve improved wettability and slightly increase conductivity [41]. After magnetic stirring for 2 h,
the mixture was filtered with a Polyethersulfone (PES) membrane (pore size = 0.45 µm) to achieve
higher homogeneity.

Bare PEDOT:PSS films were deposited by spin coating onto Si or glass substrates following
different steps. Firstly, an initial step using 2000 rpm for 50 s was used, followed by a second step
using 6000 rpm for 20 s, and finally waiting for 10 s for a complete stop. Hybrid composites were
deposited following the same procedure as before until the deposition step, in which 1% wt. of the
SnO nanoparticles were added to the mixture and mixed in an ultrasonic bath for 15 min and then 30 s
with an ultrasonic probe.

Characterization of the samples was carried out by diverse experimental techniques. X-ray diffraction
(XRD) in PANanalytical X’Pert Powder equipment (PANanalytical, Malvern, United Kingdom), using
the Cu-Kα line where λCu = 1.5404 Å. Transmission electron microscopy (TEM) and selected area
electron diffraction (SAED) were performed in a Jeol JEM 1400 TEM microscope (Jeol, Japan). Raman
spectroscopy measurements were carried out on a Horiba Jobin Yvon LabRam HR 800 using a He-Ne
UV laser (λ = 633 nm) and a He-Cd laser (λ = 325 nm). Photoluminescence (PL) was studied at room
temperature using the same confocal microscope using a He-Cd UV laser (λ = 325 nm) as the excitation
source and charge coupled device (CCD). Different neutral filters were used in order to attenuate the total
laser intensity, when necessary. In this configuration, nominal excitation light can be attenuated by using
neutral filters to reduce the total laser intensity by a factor of 0.5, 0.25, and 0.1. AFM study was carried
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out in a Nanotec AFM controlled by Dulcinea electronics, using a silicon tip in contact mode (NanoTec
Electrónica, Madrid, Spain). Optical absorption was measured with a UV-vis-NIR light source DH-200
ocean optics with a Deuterium and Halogen lamp. Hall effect measurements were performed at room
temperature using a Hall Ecopia AMP55T HMS-7000 with 4 gold probes. Gold contacts around 20 nm
were fabricated via Au evaporation on a Quorum Q150T ES using a mask in order to obtain a square
for the Van der Pauw configuration (Ecopia, Shanghai, China). On top of the Au contacts, silver paint
was added. Finally, the effective charge carrier lifetime values were calculated from the PL intensity
based on the quasi steady state photoconductance (QSS-PC) measurements using an LIS-R1 PL imaging
setup from BT Imaging with an excitation wavelength of 808 nm and a constant illumination intensity of
4.2 × 10−2 W cm−2 (BT imaging, Waterloo, Australia).

4. Conclusions

SnO nanoparticles were synthesized via hydrolysis, showing high purity and crystallinity. TEM
measurements reveal SnO nanoparticles with dimensions around 10 nm, together with a low amount
of SnO nanoplates 20–50 nm wide. Rapid transition from SnO to SnO2 can be induced by UV
irradiation, as demonstrated by Raman spectroscopy and PL. PEDOT:PSS layers were successfully
fabricated via spin coating onto Si or glass substrates, obtaining smooth surfaces. Raman spectroscopy
indicates changes in the vibrational modes around 1400 cm−1 during UV illumination, probably due to
variation from benzoid to quinoid form, involving reduced stability of the polymer under irradiation.
By adding SnO nanoparticles (1% wt.) to the PEDOT:PSS, enhanced electrical conductivity was achieved
(6.3 102 Ω−1 cm−1), also leading to improved stability of the composite under UV irradiation, and
a weakly enhanced optical absorption. Conformational changes in the polymer chains induced by the
presence of the embedded nanoparticles can lead to variations in the electrical conductivity. Enhanced
conductivity and improved stability is a first-step factor for possible photovoltaic applications.

Finally, Si passivation behavior was evaluated and charge carrier lifetime values of τ~308 µs were
obtained for the SnO-based polymer, which is worsened when SnO2 nanoparticles are embedded in
the composite.

Supplementary Materials: The following are available online.

Author Contributions: Conceptualization, D.M., J.R.-C., E.S.M., S.Z.K. and A.C.; methodology, A.V.-L., A.Y.,
D.M., J.R.-C., E.S.M., S.Z.K. and A.C.; validation, A.V.-L., A.Y., D.M., J.R.-C., E.S.M., S.Z.K. and A.C.; formal
analysis A.V.-L.; investigation, A.V.-L., A.Y.; resources, J.R.-C., E.S.M., S.Z.K. and A.C.; data curation, A.V.-L.;
writing—original draft preparation, A.V.-L.; writing—review and editing, A.V.-L., D.M., J.R.-C., S.Z.K. and A.C.;
visualization, A.V.-L.; supervision, D.M., E.S.M., S.Z.K. and A.C.; project administration, E.S.M., S.Z.K. and
A.C.; funding acquisition, E.S.M., S.Z.K. and A.C. All authors have read and agreed to the published version of
the manuscript.

Funding: This research was funded by the Spanish Ministry of Innovation, Science, and Technology and the
Spanish Ministry of Economy through Research Projects MAT-2015-65274-R/FEDER, RTI2018-097195-B-I00, and
M-ERA.NET PCIN-2017-106. SZK and ESM have received financial support from the M-ERA.net project 272806
by the Research Council of Norway.

Acknowledgments: Authors thank the funding entities. A. V-L thanks the IFE staff for their help with the
PL-QSS-PC measurements.

Conflicts of Interest: The authors declare no conflict of interest.

References

1. Campo, C.M.; Rodríguez, J.E.; Ramírez, A.E. Thermal behaviour of romarchite phase SnO in different
atmospheres: A hypothesis about the phase transformation. Heliyon 2016, 2, 1–13. [CrossRef] [PubMed]

2. Forster, M. Theoretical investigation of the system SnOx/Sn for the thermochemical storage of solar energy.
Energy 2004, 29, 789–799. [CrossRef]

3. Prasad, P.D.; Reddy, S.P.; Deepthi, A. Synthesis, Characterization of Tin Oxide ( SnO ) Nanoparticles via
Autoclave synthesis protocol for H2 sensing. Int. J. Nanotechnol. Appl. 2017, 11, 265–276.

http://dx.doi.org/10.1016/j.heliyon.2016.e00112
http://www.ncbi.nlm.nih.gov/pubmed/27441283
http://dx.doi.org/10.1016/S0360-5442(03)00185-3


Molecules 2020, 25, 695 9 of 10

4. Solola, G.T.; Klopov, M.; Akinami, J.O.; Afolabi, T.A.; Karazhanov, S.Z.; Adebayo, G. First principle calculations
of structural, electronic, optical and thermoelectric properties of tin ( II ) oxide. Mater Res. Express 2019, 6,
125915. [CrossRef]

5. Jagminas, A.; Morales, F.M.; Mažeika, K.; Veronese, G.P.; Reklaitis, J.; Lozano, J.G.; Mánuel, J.M.; García, R.;
Kurtinaitienè, M.; Juškènas, R.; et al. Fabrication of barbed-shaped SnO@SnO2 core/shell nanowires. J. Phys.
Chem. C 2011, 115, 4495–4501. [CrossRef]

6. Yin, G.; Sun, J.; Zhang, F.; Yu, W.; Peng, F.; Sun, Y.; Chen, X.; Xu, L.; Lu, J.; Luo, C.; et al. Enhanced gas
selectivity induced by surface active oxygen in SnO/SnO2 heterojunction structures at different temperatures.
RSC Adv. 2019, 9, 1903–1908. [CrossRef]

7. Zeng, J.; Peng, C.; Wang, R.; Liu, Y.; Cao, C.; Wang, X.; Liu, J. SnO@amorphous TiO2core-shell composite for
advanced lithium storage. Ceram. Int. 2019, 45, 19404–19408. [CrossRef]

8. Wang, Z.; He, X.; Zhang, X.X.; Alshareef, H.N. Hybrid van der Waals SnO/MoS2 Heterojunctions for Thermal
and Optical Sensing Applications. Adv. Electron. Mater. 2017, 3, 1–7. [CrossRef]

9. Liang, B.; Zhang, W.; Zhang, Y. Facile Fabrication of SnO/Nano-graphite Composite Microspheres with
Excellent Visible Photocatalytic Performance. J. Inorg. Organomet. Polym. Mater. 2019, 29, 17–21. [CrossRef]

10. Wang, S.; Kang, Y.; Wang, L.; Zhang, H.; Wang, Y.; Wang, Y. Organic/inorganic hybrid sensors: A review.
Sensors Actuators B Chem. 2013, 182, 467–481. [CrossRef]

11. Hu, L.; Song, J.; Yin, X.; Su, Z.; Li, Z. Research Progress on Polymer Solar Cells Based on PEDOT:PSS
Electrodes. Polymers 2020, 12, 145. [CrossRef] [PubMed]

12. García-Tecedor, M.; Karazhanov, S.Z.; Vásquez, G.C.; Haug, H.; Maestre, D.; Cremades, A.; Taeño, M.;
Ramírez-Castellanos, J.; González-Calbet, J.M.; Piqueras, J.; et al. Silicon surface passivation by PEDOT: PSS
functionalized by SnO2 and TiO2 nanoparticles. Nanotechnology 2018, 29, 035401. [CrossRef] [PubMed]

13. Khang, D.Y. Recent progress in Si-PEDOT:PSS inorganic-organic hybrid solar cells. J. Phys. D. Appl. Phys.
2019, 52, 503002. [CrossRef]

14. Fan, Z.; Ouyang, J.; Fan, Z.; Ouyang, J. Review Thermoelectric Properties of PEDOT:PSS. Adv. Electron. Mater.
2019, 5, 1800769. [CrossRef]

15. Amanchukwu, C.V.; Gauthier, M.; Batcho, T.P.; Symister, C.; Shao-Horn, Y.; D’arcy, J.M.; Hammond, P.T.
Evaluation and Stability of PEDOT Polymer Electrodes for Li−O2 Batteries. J. Phys. Chem. Lett 2016, 7, 12.
[CrossRef]

16. Gavgani, J.N.; Dehsari, H.S.; Hasani, A.; Mahyari, M.; Shalamzari, E.K.; Salehi, A.; Taromi, F.A. A room
temperature volatile organic compound sensor with enhanced performance, fast response and recovery
based on N-doped graphene quantum dots and poly(3,4-ethylenedioxythiophene)-poly(styrenesulfonate)
nanocomposite. RSC Adv. 2015, 5, 57559–57567. [CrossRef]

17. Liao, J.; Si, H.; Zhang, X.; Lin, S. Functional sensing interfaces of PEDOT:PSS organic electrochemical
transistors for chemical and biological sensors: A mini review. Sensors 2019, 19, 218. [CrossRef]

18. Dhar, S.; Majumder, T.; Chakraborty, P.; Mondal, S.P.; Yildirim, E.; Wu, G.; Yong, X.; Tan, T.L.; Zhu, Q.;
Xu, J.; et al. Study on the effect of DMSO on the changes in the conductivity of PEDOT:PSS. Funct. Mater. Lett.
2018, 45, 5122–5131.

19. Shi, H.; Liu, C.; Jiang, Q.; Xu, J. Effective Approaches to Improve the Electrical Conductivity of PEDOT:PSS:
A Review. Adv. Electron. Mater. 2015, 1, 1–16. [CrossRef]

20. Maiaugree, W.; Pimanpang, S.; Towannang, M.; Saekow, S.; Jarernboon, W.; Amornkitbamrung, V.
Optimization of TiO2 nanoparticle mixed PEDOT–PSS counter electrodes for high efficiency dye sensitized
solar cell. J. Non. Cryst. Solids 2012, 358, 2489–2495. [CrossRef]

21. Bhowal, A.C.; Talukdar, H.; Kundu, S. Preparation, characterization and electrical behaviors of
PEDOT:PSS-Au/Ag nanocomposite thin films: An ecofriendly approach. Polym. Bull. 2019, 76, 5233–5251.
[CrossRef]

22. Li, L.; Zhang, C.; Chen, W. Fabrication of SnO2-SnO nanocomposites with p-n heterojunctions for the
low-temperature sensing of NO2 gas. Nanoscale 2015, 7, 12133–12142. [CrossRef]

23. Chambon, M.; Abanades, S.; Flamant, G. Kinetic investigation of hydrogen generation from hydrolysis of
SnO and Zn solar nanopowders. Int. J. Hydrogen Energy 2009, 34, 5326–5336. [CrossRef]

24. Chen, X.; Grandbois, M. In situ Raman spectroscopic observation of sequential hydrolysis of stannous
chloride to abhurite, hydroromarchite, and romarchite. J. Raman Spectrosc. 2013, 44, 501–506. [CrossRef]

http://dx.doi.org/10.1088/2053-1591/ab6384
http://dx.doi.org/10.1021/jp110694k
http://dx.doi.org/10.1039/C8RA09965K
http://dx.doi.org/10.1016/j.ceramint.2019.06.193
http://dx.doi.org/10.1002/aelm.201700396
http://dx.doi.org/10.1007/s10904-018-0959-8
http://dx.doi.org/10.1016/j.snb.2013.03.042
http://dx.doi.org/10.3390/polym12010145
http://www.ncbi.nlm.nih.gov/pubmed/31936017
http://dx.doi.org/10.1088/1361-6528/aa9c9e
http://www.ncbi.nlm.nih.gov/pubmed/29176063
http://dx.doi.org/10.1088/1361-6463/ab3f64
http://dx.doi.org/10.1002/aelm.201800769
http://dx.doi.org/10.1021/acs.jpclett.6b01986
http://dx.doi.org/10.1039/C5RA08158K
http://dx.doi.org/10.3390/s19020218
http://dx.doi.org/10.1002/aelm.201500017
http://dx.doi.org/10.1016/j.jnoncrysol.2011.12.104
http://dx.doi.org/10.1007/s00289-018-2652-z
http://dx.doi.org/10.1039/C5NR02334C
http://dx.doi.org/10.1016/j.ijhydene.2009.04.064
http://dx.doi.org/10.1002/jrs.4214


Molecules 2020, 25, 695 10 of 10

25. Iqbal, M.Z.; Wang, F.; Zhao, H.; Rafique, M.Y.; Wang, J.; Li, Q. Structural and electrochemical properties of
SnO nanoflowers as an anode material for lithium ion batteries. Scr. Mater. 2012, 67, 665–668. [CrossRef]

26. Vásquez, G.C.; Peche-Herrero, M.A.; Maestre, D.; Gianoncelli, A.; Ramírez-Castellanos, J.; Cremades, A.;
González-Calbet, J.M.; Piqueras, J. Laser-induced anatase-to-rutile transition in TiO2 nanoparticles: Promotion
and inhibition effects by fe and al doping and achievement of micropatterning. J. Phys. Chem. C 2015, 119,
11965–11974. [CrossRef]

27. Ogo, Y.; Hiramatsu, H.; Nomura, K.; Yanagi, H.; Kamiya, T.; Kimura, M.; Hirano, M.; Hosono, H.
Tin monoxide as an s-orbital-based p-type oxide semiconductor: Electronic structures and TFT application.
Phys. Status Solidi 2009, 206, 2187–2191. [CrossRef]

28. Eqbal, E.; Anila, E.I. Properties of transparent conducting tin monoxide(SnO) thin films prepared by chemical
spray pyrolysis method. Phys. B Condens. Matter 2018, 528, 60–65. [CrossRef]

29. Peche-Herrero, M.A.; Maestre, D.; Ramírez-Castellanos, J.; Cremades, A.; Piqueras, J.; González-Calbet, J.M.
The controlled transition-metal doping of SnO2 nanoparticles with tunable luminescence. CrystEngComm
2014, 16, 2969–2976. [CrossRef]

30. Del Prado, F.; Cremades, A.; Maestre, D.; Ramírez-Castellanos, J.; González-Calbet, J.M.; Piqueras, J.
Controlled synthesis of lithium doped tin dioxide nanoparticles by a polymeric precursor method and
analysis of the resulting defect structure. J. Mater. Chem. A 2018, 6, 6299–6308. [CrossRef]

31. Kim, J.R.; Jung, J.H.; Shin, W.S.; So, W.W.; Moon, S.J. Efficient TCO-free organic solar cells with modified
poly(3,4- ethylenedioxythiophene): Poly(styrenesulfonate) anodes. J. Nanosci. Nanotechnol. 2011, 11, 326–330.
[CrossRef] [PubMed]

32. Koyama, T.; Matsuno, T.; Yokoyama, Y.; Kishida, H. Photoluminescence of
poly(3,4-ethylenedioxythiophene)/poly(styrenesulfonate) in the visible region. J. Mater. Chem. C
2015, 3, 8307–8310. [CrossRef]

33. Du, F.-P.; Cao, N.-N.; Zhang, Y.-F.; Fu, P.; Wu, Y.-G.; Lin, Z.-D.; Shi, R.; Amini, A.; Cheng, C.
PEDOT:PSS/graphene quantum dots films with enhanced thermoelectric properties via strong interfacial
interaction and phase separation. Sci. Rep. 2018, 8, 6441. [CrossRef] [PubMed]

34. Pathak, C.S.; Singh, J.P.; Singh, R. Effect of dimethyl sulfoxide on the electrical properties of PEDOT:PSS/n-Si
heterojunction diodes. Curr. Appl. Phys. 2015, 15, 528–534. [CrossRef]
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